
SAF-RC-040 
300 Area D&D Waste Characterization 

Sampling - Other Solid 
FINAL DATA PACKAGE 

COMPLETE COPY OF DATA PACKAGE TO: 

Barry Lawrence Ll-07 

COMMENTS: 

SDG 08-A-5741 

Rad only X Chem only 

X Complete 

KW 10/21/08 
INIT IAUDATE 

SAF-RC-040 

Rad & Chem 

Partial 

Sample Location/Waste Site: 338 Building· 



---

SUBMITTED TO: 
Joan Kessner 

DATA 
CHEM 
LABORATORIES, INC. 

Washington Closure Hanford 
2620 Fermi Avenue, MSIN H4-21 
Richland, WA 99354 

REFERENCE DATA: 
Client Sample No.: 
P.O.No.: 
Sample Location: 
Sample Type: 
Method Reference: 
DCL Set ID No.: 
DCL Sample ID No. : 
Sample Receipt Date: 
Analysis Date: 

J13TM4 through J13TR0 
Not Available 
338 Building 
Bulk 
EPA-600/R-93/116 
08-A-5741 
08-32047 through 08-32073 
10/15/08 
10/16/08 through 10/17 /08 

10/17/08 
Page 1 of 9 

We certify that the following samples were prepared and analyzed by Polarized Light Microscopy for 
asbestos and other fibrous constituents using EPA-600/R-93/116. The samples were acceptable upon receipt 
except where noted. The samples were examined under a stereomicroscope in a laboratory fume hood for general 
composition and phase separation. If needed, portions of the sample were removed and ground with a mortar and 
pestle before being mounted on a glass microscope slide. Mountings of representative portions of the material 
are prepared in one or more appropriate refractive index liquids (1.550, 1.605, 1.680) and examined by Polarized 
Light Microscopy*. Estimates of concentration are made on an area basis. The results of the analysis apply only 
to the materials a1;1alyzed and are summarized on the attached bulk asbestos analysis data sheets. DataChem 
Laboratories will dispose of all bulk samples after 60 days unless other arrangements are made. 

Shawn Smythe 
Analyst 

c..d .. 'f/8:Ya. /1t1~!-t.&i!ik-rs ---. 
Anna Marie Ristich 
Reviewer 

*Floor tiles, decorative paints, joint compounds, and cement materials require additional treatment in order to 
evaluate the concentration of small asbestos fibers bound in the material. Some samples may contain fibers that are 
not visible by PLM and can only be detected by electron microscopy techniques. Floor tiles are analyzed as 
homogeneous materials if insufficient mastic is present or if phases have been cross contaminated. 

DataChem Laboratories NVLAP Lab ID: 101917. Laboratory accreditation by the National Institute of 
Standards and Technology does not in any way constitute approval or endorsement by NVLAP, NIST, or any agency 
of the federal government. 

CINCINNATI OFFICE 
4388 GLENDALE-MILFORD ROAD 
CINCINNATI, OHIO 45242-3706 
513 733-5336, FAX 513 733-5347 

WEST COAST OFFICE 
11 SANTA YORMACOURT 
NOVATO, CALIFORNIA 94945 
600 26~6071 , FAX 415 693-9469 



DataChem Laboratories 
Polarized Light Microscopy 
Asbestos Analytical Report 

Client: Washington Closure Hanford 
Location: 338 Building 

Client Sample ID: 
DCL Sample ID: 
Macroscopic Examination 
Accepted/Rejected: 
Homogeneity: 
Color: 
Texture: 
Description: 
Analysis: 
Asbestiform Minerals 
% Chrysotile: 
% Amosite: 
% Crocidolite: 
% Tremolite - Actinolite: 
% Anthophyllite: 
% Total Asbestos: 
Other Materials 
% Cellulose: 
% Fiberglass: 
% Other Fibers: 

% Resin/Binder: 
% Non Fibrous: 

Jl3TM4 
08-32047A 

Accepted 
Layered 

Grey 
Crumbly 
Material 

PLM 

ND 

>90~ 100 

ND= None Detected Trace= <1% 

Special Prep Procedures: None. 

*Notes: P. 0. #: Not Available. 

~ :s::C- iC = ..=) 
Shawn Smythe 
Microscopist 

Set ID: 08-A-5741 

Jl3TM4 
08-32047B 

Accepted 
Layered 

Grey 
Flexible 
Material 

PLM 

ND 

>20~30 
>60~70 

Jl3TM5 
08-32048A 

Accepted 
Layered 
Brown 

Compact 
Tile 
PLM 

ND 

>10~20 
>70~ 80 

Jl3TM5 
08-32048B 

Accepted 
Layered 

Tan 
Resinous 

Mastic 
PLM 

ND 

>70~ 80 
>10~20 

10/17/08 

Jl3TM6 
08-32049A 

Accepted 
Layered 
Brown 

Compact 
Tile 
PLM 

>I ~3 

>1~3 

>10~20 
>70~80 

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 I 990 Rules and Regulations states 
" ... If the asbestos content is estimated to be less than I 0% by a method other than point counting, ... (the analysis) be repeated using the point counting 
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request. 
Wherever possible, separate phases are analyzed and reported individually. 

Page 2 of 9 



DataChem Laboratories 
Polarized Light Microscopy 
Asbestos Analytical Report 

Client: Washington Closure Hanford 
Location: 338 Building 

Client Sample ID: 
DCL Sample ID: 
Macroscopic Examination 
Accepted/Rejected: 
Homogeneity: 
Color: 
Texture:. 
Description: 
Analysis: 
Asbestiform Minerals 
% Chrysotile: 
%Amosite: 
% Crocidolite: 
% Tremolite - Actinolite: 
% Anthophyllite: 
% Total Asbestos: 
Other Materials 
% Cellulose: 
% Fiberglass: 
% Other Fibers: 

% Resin/Binder: 
% Non Fibrous: 

Jl31M6 
08-32049B 

Accepted 
Layered 

Black 
Resinous 
Mastic 
PLM 

>l ~3 

>1~3 

>70~80 
>10~20 

ND = None Detected Trace= <l % 

Special Prep Procedures: None. 

*Notes: P. 0. #: Not Available. 

Shawn Smythe 
Microscopist 

_J 

Set ID: 08-A-5741 

J13TM7 
08-32050A 

Accepted 
Layered 
Brown 

Flexible 
Covebase 

PLM 

ND 

>20~30 
>60~70 

Jl3TM7 
08-32050B 

Accepted 
Layered 

Tan 
Crumbly 
Mastic 
PLM 

ND 

>5~ 10 

>40~ 50 
>30~40 

Jl3TM8 
08-32051A 

Accepted 
Layered 
Black 

Flexible 
Covebase 

PLM 

ND 

>20~30 
>60 ~70 

10/17/08 

Jl31M8 
08-32051B 

Accepted 
Layered 
Brown 

Crumbly 
Mastic 
PLM 

ND 

>60~70 
>20~30 

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states 
" ... If the asbestos content is estimated to be less than I 0% by a method other than point counting, ... (the analysis) be repeated using the point counting 
techn ique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request. 
Wherever possible, separate phases are analyzed and reported individually. 

Page 3 of 9 



DataChem Laboratories 
Polarized Light Microscopy 
Asbestos Analytical Report 

Client: Washington Closure Hanford 
Location: 338 Building 

Client Sample ID: 
DCL Sample ID: 
Macroscopic Examination 
Accepted/Rejected: 
Homogeneity: 
Color: 
Texture: 
Description: 
Analysis: 
Asbestiform Minerals 
% Chrysotile: 
% Amosite: 
% Crocidolite: 
% Tremolite - Actinolite: 
% Anthophyllite: 
% Total Asbestos: 
Other Materials 
% Cellulose: 
% Fiberglass: 
% Other Fibers: 

% Resin/Binder: 
% Non Fibrous: 

Jl3TM9 
08-32052A 

Accepted 
Layered 

Grey 
Compact 

Tile 
PLM 

ND 

>10::::;20 
>70::::; 80 

ND= None Detected Trace= <l % 

Special Prep Procedures: None. 

*Notes: P. 0. #: Not Available. 

~--Shawn Smythe 
Microscopist 

Set ID: 08-A-5741 

J13TM9 
08-32052B 

Accepted 
Layered 
Black 

Resinous 
Mastic 
PLM 

>l:::;; 3 

>1~3 

Jl3TN0 
08-32053A 

Accepted 
Layered 
Black 

Flexible 
Material 

PLM 

ND 

>20::::;30 
>60::::;70 

J13TN0 
08-32053B 

Accepted 
Layered 

Tan 
Resinous 
Mastic 
PLM 

ND 

>80::::;90 
>5:::;; 10 

10/17/08 

Jl3TN1 
08-32054A 

Accepted 
Layered 
Black 

Flexible 
Covebase 

PLM 

ND 

>20::::;30 
>60::::;70 

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states 
" .. . ff the asbestos content is estimated to be less than I 0% by a method other than point counting, ... (the analysis) be repeated using the point counting 
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request. 
Wherever possible, separate phases are analyzed and reported individually. 

Page 4 of 9 



DataChem Laboratories 
Polarized Light Microscopy 
Asbestos Analytical Report 

Client: Washington Closure Hanford 

Client Sample ID: 
DCL Sample ID: 
Macroscopic Examination 
Accepted/Rejected: 
Homogeneity: 

Color: 
Texture: 
Description: 
Analysis: 
Asbestiform Minerals 
% Chrysotile; 
%Amosite: 
% Crocidolite: 
% Tremolite - Actinolite: 
% Anthophyllite: 
% Total Asbestos: 
Other Materials 
% Cellulose: 
% Fiberglass: 
% Other Fibers: 

% Resin/Binder: 
% Non Fibrous: 

J13TN1 
08-32054B 

Accepted 
Layered 

Tan 
Resinous 
Mastic 
PLM 

ND 

>60::::70 
>20::::30 

ND = None Detected Trace = <1 % 

Special Prep Procedures: None. 

*Notes: P. 0. #: Not Available. 

Shawn Smythe 
Microscopist 

Location: 338 Building 
Set ID: 08-A-5741 

J13TN2 
08-32055 

Accepted 
Layered 

Inseparable 
Grey 

Flex/Fbrs 
Linoleum 

PLM 

ND 

>20::::30 

>5:;:;; 10 
>50::::60 

J13TN3 
08-32056A 

Accepted 
Layered 

Grey 
Fbrs/Flex 

Carpet 
PLM 

ND 

>50::::60 

>5$; 10 
>20::::30 

Jl3TN3 
08-32056B 

Accepted 
Layered 

Blue 
Resinous 
Mastic 
PLM 

ND 

>80$; 90 
>5:::: 10 

10/17/08 

Jl3TN4 
08-32057A 

Accepted 
Layered 

Tan 
Compact 
Material 

PLM 

ND 

>90$; 100 

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states 
" ... If the asbestos content is estimated to be less than I 0% by a method other than point counting, ... (the analysis) be repeated using the point counting 
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request. 
Wherever possible, separate phases are analyzed and reported individually. 

Page 5 of 9 



Client Sample ID: 
DCL Sample ID: 
Macroscopic Examination 
Accepted/Rejected: 
Homogeneity: 
Color: 
Texture: 
Description: 
Analysis: 
Asbestiform Minerals 
% Chrysotile: 
% Amosite: 
% Crocidolite: 
% Tremolite - Actinolite: 
% Anthophyllite: 
% Total Asbestos: 
Other Materials 
% Cellulose: 
% Fiberglass: 
% Other Fibers: 

% Resin/Binder: 
% Non Fibrous: 

DataChem Laboratories 
Polarized Light Microscopy 
Asbestos Analytical Report 

Client: Washington Closure Hanford 
Location: 338 Building 

J13TN4 
08-32057B 

Accepted 
Layered 
Yellow 

Crumbly 
Mastic 
PLM 

ND 

>60$;70 
>20$; 30 

Set ID: 08-A-5741 

J13TN5 
08-32058A 

Accepted 
Layered 

Grey 
Flexible 

Covebase 
PLM 

ND 

>20 $; 30 
>60 $; 70 

J13TN5 
08-32058B 

Accepted 
Layered 

Grey 
Flexible 
Mastic 
PLM 

ND 

>60~70 
>20~30 

ND = None Detected Trace= <1 % 

Special Prep Procedures: None. 

*Notes: P. 0. #: Not Available. 

Shawn Smythe 
Microscopist 

J13TN6 
08-32059A 

Accepted 
Layered 

Grey 
Flexible 

Covebase 
PLM 

ND 

>20;S; 30 
>60$; 70 

10/20/08 

J13TN6 
08-32059B 

Accepted 
Layered 

Grey 
Flexible 
Mastic 
PLM 

ND 

>60~70 
>20~30 

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states 
" ... If the asbestos content is estimated to be less than I 0% by a method other than point counting, ... (the analysis) be repeated using the point counting 
technique by PLM." Any of the above samples can be reanalyzed by point counting at the cl ient's request. 
Wherever possible, separate phases are analyzed and reported individually. 

Page 6 of 9 



DataChem Laboratories 
Polarized Light Microscopy 
Asbestos Analytical Report 

Client: Washington Closure Hanford 

Client Sample ID: 
DCL Sample ID: 
Macroscopic Examination 
Accepted/Rejected: 
Homogeneity: 

Color: 
Texture: 
Description: 
Analysis: 
Asbestiform Minerals 
% Chrysotile: 
% Amosite: 
% Crocidolite: 
% Tremolite - Actinolite: 
% Anthophyllite: 
% Total Asbestos: 
Other Materials 
% Cellulose: 
% Fiberglass: 
% Other Fibers: 

% Resin/Binder: 
% Non Fibrous: 

Jl3TN7 
08-32060 

Accepted 
Layered 

Inseparable 
Greyffan 

Crmby/Fbrs 
Drywall 

PLM 

ND 

>10s20 

>70s 80 

ND= None Detected Trace= <1% 

Special Prep Procedures: None. 

*Notes: P. 0. #: Not Available. 

Shawn Smythe 
Microscopist 

Location: 338 Building 
Set ID: 08-A-5741 

Jl3TN8 Jl3TN9 
08-32061 08-32062 

Accepted Accepted 
Layered Homog. 

Inseparable 
Grey/Tan Grey 

Crmby/Fbrs Crumbly 
Drywall Mateiral 

PLM PLM 

ND ND 

>10s20 >3s5 

>70s 80 >90 s 100 

Jl3TP0 
08-32063 

Accepted 
Homog. 

Grey 
Fbrs/Crmby 
Ceiling Tile 

PLM 

ND 

>40sso 
>20s30 

>I0s20 

10/17/08 

Jl3TP1 
08-32064 

Accepted 
Homog. 

Grey 
Fbrs/Crmby 
Ceiling Tile 

PLM 

ND 

>40s50 
>20s30 

>10s20 

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states 
" ... If the asbestos content is estimated to be less than I 0% by a method other than point counting, ... (the analysis) be repeated using the point counting 
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request. 
Wherever possible, separate phases are analyzed and reported individually. 

Page 7 of 9 



DataChem Laboratories 
Polarized Light Microscopy 
Asbestos Analytical Report 

Client: Washington Closure Hanford 

Client Sample ID: 
DCL Sample ID: 
Macroscopic Examination 
Accepted/Rejected: 
Homogeneity: 

Color: 
Texture: 
Description: 
Analysis: 
Asbestiform Minerals 
% Chrysotile: 
% Amosite: 
% Crocidolite: 
% Tremolite - Actinolite: 
% Anthophyllite: 
% Total Asbestos: 
Other Materials 
% Cellulose: 
% Fiberglass: 
% Other Fibers: 

% Resin/Binder: 
% Non Fibrous: 

Jl3TP2 
08-32065 

Accepted 
Homog. 

Grey 
Fbrs/Crmby 
Ceiling Tile 

PLM 

ND 

>60~70 

>20~30 

ND= None Detected Trace= <1% 

Special Prep Procedures: None. 

*Notes: P. 0. #: Not Available. 

Shawn Smythe 
Microscopist 

Location: 338 Building 
Set!D: 08-A-5741 

J13TP3 
08-32066 

Accepted 
Homog. 

Grey 
Fbrs/Crmby 
Ceiling Tile 

PLM 

ND 

>40~50 
>20~30 

>10~20 

Jl3TP4 
08-32067 

Accepted 
Homog. 

Grey 
Crmby/Fbrs 

Material 
PLM 

ND 

>20~30 

>60~70 

J13TP5 
08-32068 

Accepted 
Layered 

Inseparable 
Black/Yellow 

Resns/Fbrs 
Material 

PLM 

ND 

>5~ 10 
>20~30 

>40~50 
>5~ 10 

10/17/08 

J13TP6 
08-32069 

Accepted 
Homog. 

Grey 
Rubbery 
Material 

PLM 

ND 

>20~30 
>60~70 

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states 
" .. . If the asbestos content is estimated to be less than I 0% by a method other than point counting, .. . (the analysis) be repeated using the point counting 
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request. 
Wherever possible, separate phases are analyzed and reported individually. 

Page8of9 
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DataChem Laboratories 
Polarized Light Microscopy 
Asbestos Analytical Report 

Client: Washington Closure Hanford 
Location: 338 Building 

Client Sample ID: 
DCL Sample ID: 
Macroscopic Examination 
Accepted/Rejected: 
Homogeneity: 

Color: 
Texture:. 
Description: 
Analysis: 
Asbestiform Minerals 
% Chrysotile: 
% Amosite: 
% Crocidolite: 
% Tremolite - Actinolite: 
% Anthophyllite: 
% Total Asbestos: 
Other Materials 
% Cellulose: 
% Fiberglass: 
% Other Fibers: 

% Resin/Binder: 
% Non Fibrous: 

Jl3TP7 . 
08-32070 

Accepted 
Layered 

Inseparable 
Grey/Tan 

Crmby/Spngy 
Material 

PLM 

ND 

>90:;; 100 

ND = None Detected Trace= <1 % 

Special Prep Procedures: None. 

*Notes: P. 0. #: Not Available. 

Shawn Smythe 
Microscopist 

Set ID: 08-A-5741 

Jl3TP8 J13TP9 
08-32071 08-32072 

Accepted Accepted 
Layered Hornog. 

Inseparable 
Grey Grey 

Fbrs/Crrnby Crmby/Fbrs 
Material Material 

PLM PLM 

Trace 

Trace ND 

>50::;60 >20::;30 

>30:;; 40 >60:;; 70 

Jl3TR0 
08-32073 

Accepted 
Homog. 

Grey 
Resinous 
Material 

PLM 

>5:;; 10 

>SslO 

>40:;; 50 
>30::;40 

10/17/08 

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states 
" .. . If the asbestos content is estimated to be less than I 0% by a method other than point counting, .. . (the analysis) be repeated using the point counting 
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request. 
Wherever possible, separate phases are analyzed and reported individually. 

Page 9 of 9 



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-361 !Page l of ~ 

t5)JleQr bet -~ Comoanv Contact Teleohonc No. Proiect Coordinator 
Price Code 9K Data Turnaround 

J Mur c..- JOAN KESSNER 375-4688 KESSNER,JH 

IProiect Desi!rnation Samolin2 Location SAFNo. 7Days 
300 Area D&D Waste Chnr:ictcrizntion Sampling - Other Soli 338 BUILDING RC-040 

Ice Chest No. /VII-
Field Lo2book No. l COA Method of Shioment 

F£b EL-1518-10 RD4MXX2F00 ex. 
Shiooed To Offsite Proocrtv No. 

///If-
Bill of Ladine/Air Bill No. 

DataChem Laboratories• Cincinnati FedEx 7'!/1 (i;.SS-3 8''-f?/s 
POSSIBLE SAMPLE HAZARDS/REMARKS 

POSSIBLE ASBESTOS (ACM) None 
Preservation 

Type of Container 
GIP 

Special Handling and/or Storage 
DOUBLE BAG No. of Container(s) 

I 

Volume 
5g 

Asbestos• 
BULK-EPA 

SAMPLE ANALYSIS 

(fl- A - s T1-{ \ 
Sample Nor»( _ Matrix• Sample Date Sarnµle Time ''£05~,t~Y t.~t~JJJf~~ 1~~~tti~1l tr?f,£$1~/I};ff '!fjr~;;r:•r;,- '~J l 'AQi ·:;- .,, ... .. . 

r;J ;; ·.fi'';~P'\f f••i•/i;o'.tf•~"i ;;~:r.:~~~~-1:.:·. ..:.;.._~·.-~ :~1 ~' 

J13TM4 ~2..o4+ OTHER SOLID IO,../?)-D~ IZ,1/b - X. 
J13TM5 ~ ,..ol.f t OTHER SOLID /lJ-13-0S- 1 '1,, Lt 5 I )< 

J13TM6 ?, '2.C l.f <\ OTHER SOLID /b-13 -08' '17.,,,~0 ., X 
J13TM7 7,U)s;b OTHER SOLID /0 -/3-t'!f' I z._55 ~ X. 
J13TM8 ,, "2.0S'\ OTHER SOLID 10-13-os, J 5(}f) .J )(. 

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCilONS Matrix• 

-~~sh;t:~r;:yr12 1 1 ~~Js1s 1 s-
Rec~ivcd By/Stored~ DatclTime S,.Sail 

RllAwtPJl\l./ . tc,/13/or,. l~t.5 SE•Se.:l.rl'lenr 

wuished By/Re~ed F'rom.- ..7 Date/Time] bco Received By/Stored fn' DatclTime 
SO-Solid 
St•Sl"4gc 

__£; w l'," rl'-<. ~ l0- l'>-CS- io"=,b) ~<.'.:. i l)-1'.!, - ()~ H:,ao W•Waa-

Received By/Seo~~ 
o-oil 

Relinquished By/Re~ Ji Date/Time I 'fCIO DatclTime /'loO A•/,J, 

f.E,. 1,~U }1>-1-f-~ 
OS-Drum Snlidll Joe,.O :lt / /f_r::_ ,,_,,,__ I - ,ri.,,11-f..,-,$' DL•Dn>ml.iq,.S. 

Relinquished By/Ren=" .,._ ,. Date/Time / '/JO Received By/Stored In . DatclTime T• Tissue 

~.1='. ~(!',Jt' fJcfi r-::,;~ ~-P\.. 
Wl•Wipc 

tt>...,.rV~ L-l.uiwd 

Relinquished By/Removed From Datc/I'imc R_f~eivcd By/Stored In DatclTime 
V•Vcgc1•ioo 
X~lbc:r 

Relinquished By/Removed From Date/rime Received By/Stored In Date/Time 

LABORATORY Receiv~~ J Title Date/fimc 
SECTION '"i) ,,j., '\N. llN.. I J 115/o't. (v: e', 

FINAL SAMPLE Disposal Method Disposed By Date/Time 
DISPOSITION 

WCH-EE-011 



-- ----- - - --

Washin2ton Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-361 I Page I of ~ 

ColJ,ej:tor 
M1,'1~CL, 

Comoanv Contact Teleohone No. Proicct Coordinator 
Price Code 9K Data Turnaround 

'Q.. JOAN KESSNER 375-4688 KESSNER, JH 

iProiect Desienation Samoline: Location SAFNo. 7Days 
300 Arca D&D Waste Characterization Sampl ing - Other Soli 338 BUILDING RC-040 

Ice Chest No. 
,,Vh-

Field Loebook No. I COA Method of Shioment 
EL-1518-10 RD4MXX2FOO F-&'b ~ 

Shinned To Offsite Prooertv No. A/A- Bill ofLadine/Air Bill No. ~;rs lt''tf'i? DataChem Labora tories - Cincinnati FedEx 7<?11 
POSSIBLE SAMPLE HAZARDS/REMARKS 

POSSIBLE ASBESTOS (ACM) None 
Preservation 

Type of Container 
GIP 

Special Handling and/or Storage 

No. of Container(s) 
I 

DOUBLE BAG 

Volume 
5g 

Asbestos~ 
BULK-EPA 

SAMPLE ANALYSIS 

s -=t 4-\ 
Sample No. Ma!:ril: * Sample Date Sample Time .ill'i''"Jf" P?;%f~J.J{ii(~,;. :,v, t .;\.'f;. · _:· :,~t16ffi.~ 1-~ ... ~~•·"'-:'1'( · ,r ~- ffif· "'~~} i,'f"ttJf ---t!. " 

l 

/f:/ I ' ~.J~~ :J?. ~:-.~-•,f>~. -~ iJ! ~ ~ l ;· ·,,11~~ .. ,. - ,, ~ :t1f:..~,;,r~A'...-,1 •-· ;;, ' 

J13TM9 -:;~z_ OTHER SOLID 10-/3-1% /3,02- -J X 
J13TN0 ~"2.c£'"~ OTHER SOLID ID- J 3-0~ /36S v-x 
J13TN1 j2.cf5<.., OTHER SOLID LO- 1'3-0ff /3/b .rx 
J13TN2 -z,) 6 c; c:;; OTHER SOLID 10-t3-Oo /3 i2 l"X 
J13TN3 '2,7~<:o OTHER SOLID Jo-t'6-08' _ /3/£ V .,x.,_ 

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix• 

Relinquished B:1.""'°vcd rj_: L J Date/Time JS IS Received By/Sto • Date/Time if: i_S 
~~ M\A,, ~ - A ~wn~11c;-, 

S•Soil 

/11 I, , /4. - . ........ c;;:,,_ ~ o--n-ey SE•Stttimmt 

~Lshed By/Rcmove..K.:._ Date/Time · l bOD Date/Time I l:,oC> 
SO-Solid 

_,./ 
Received By/Sred In SJ-Sh11djr 

in • ·,,rp if\ I ' C\._ \~- 1l-1>v \ blco "".D-C- ID l~-0 ... W•W aacr 
O-Oil 

Relinquished By/Rcmovc~'c.:.-:f:: D Date/Time l C-ft:IO Received By/Sto~d In ~ ~ Date/rime / '/()() A• Air 
DS•Drt,m So,ids 

lnl,o/::u .... /.:r.~ •- - - /o-f'f-K :1"-~. a,..JA. L 10-1'1-01' DL-Dnm LKpids 

Relinquished By/Re~ Date/Time Jl,IJ, Received By/Stored In Date/Time T• Tis.wc 

<1". e l,,,,. (1,..JJ ~ ID -,'-'~d ,::.e,p Bi?<-
Wl•Wipc 
~Liquid 

Relinquished By/Removed From Date/Time Received By/Stored In Date/Time 
V• Vrgru11ion 
X-OU.c, 

Relinquished By/Removed From Datc/finv, Received By/Stored In Date/Time 

LABORATORY Rccciv~t 
°v1l.Lu 

Title Dnte/fimc 
SECTION . A~ 1°l15/a9J 1J:09 

FINAL SAMPLE Disposal Method Disposed By Date/Time 
DISPOSITION 

WCH-EE-011 



- Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-361 !Page }. of B. 

!Coj ror 
Mt? t bCt c: ~ 

Comoanv Contact Telenhone No. Proiect Coordinator 
Price Code 9K Data Turnaround . p_ JOAN KESSNER 375-4688 KESSNER, JH 

., 7Days IProiect Desienation Samoline Location SAFNo. 
300 Area D&D Waste Characteriza tion Sampling - Other Soli 338 BUILDING RC-040 

Ice Ches t No. 
/ll'IJ-. 

Field Loebook No. I COA Method of Shiomcnt 
EX EL-15 18- 10 RD4MXX2F00 ~D 

Shioocd To Offs ite Prooer tv No. /f/,.{}-- Bill of Ladine/Ai r Bill No. 
7fr/ (;, .>.S-3 f''t~' OataChem Laboratories - Cincinnati FedEx 

POSSIBLE SAMPLE HAZARDS/REMARKS 

POSSIBLE ASBESTOS (ACM) Non~ 
Preservation 

Type of Container 
GIP 

Special Handling and/or Storage 
DOUBLE BAG No. of Contai ner(s) 

I 

Volume 
Sg 

Asbestos. 
BULK-EPA 

SAMPLE ANALYSIS 

s~ I 
Sample No. Matrix~ Sample Date Sample Time ~;E~"t~·. ~ti . -st"'¼). 

. 4 \),.,C 
. ·!:}~:-· r;J=~:;t·,}· '\~}){.; ... :f '/;/ ·•~;~t-· •. 1,~¥,:. ,,::; ~- -~.•. I ~/;~:ir,1i .~ ,;,.e'~ _j ._.\';~-- t,. -~~:.;,·;/;; 

J 13TN4 ~ 2cS +- OTHER SOLID /0 - /3-tJlf /3?-D v~ 
J 13TN5 ~loS</-. OTHER SOLID I D-13 - 68 /?:, 2-2. ✓x ·-

J1 3TN6 YldS9 OTHER SOLID 10-13- Ot I 3 ? C: ., X 

J13TN7 _:>, 2-o<oo OTHER SOLI D I0-i3- 68' /3 3b v;<:_ 
J 13TN8 "1:>~I OTHER S OLID /()-t3- 08 J 2, 1<;" l"X 

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix• ---· Relinquished By/Removed n l Dateffime '5;,' s ~ ivcd By/Stored ~ Date/Time t.S"lS S•Soil 

tr, · 1\/\. I l .A I - Al ,.--/4::, 'llo-' t,, \()~ii\;., ~ 10-13~ SE-Scdimcm 

' li-iruished By/R_~----A £ _ - Date/Time l bCC, -..cl.i, 
SO-Solid 

Rrovb osrl2. - Date/Time l ~ SJ-SladJc 

J:iu w-.,, c-\ ~ I •'"'-- ' )\-I"-.'< a c -i 3 -0 W • Watu 
O-Oi.l 

Relinquished By/Remo~~ Datcirime /'fvt? R . ,~, - .,4,r Date/Time /'(IIO A• Ai.s CCCIVed By/ t~~ -
In(. o :u.J;r. £. 11.-~ 1b-ll.f-•~ ":f.,1/': .I}_ - ,. -tf,f-(($' 

OS-DnmSolids 
DL- Dnuo Llq•ids 

Relinquished By~tO. r..,.,,(/ Date/Time f'/Jf> Received By/Stored In Dateffimc T- Tiuuc 

~ E,, tL _-f' CJ ~Gf-r ,o .... rf- <$ F~c -~bC.... 
WJ•Wipc: 

L•Llquid 

Relinquished By/Removed From Date/fime Received By/Stored In Dateffirne 
V•Vcgc1a1ic,n 
X-Dtba 

!Relinquished By/Removed From Date/fime Received By/Stored In Date/Time 

LABORATORY Reece ~~ 
TiUc Dateffirnc 

SECTION ~ · WI J13 loo, IQ;a~ 
FINAL SAMPLE Disposal Method Disposed By Dateffime 

DISPOSITION 

WCH-EE-011 



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-361 I Page 1 of §. 

ieollff/:Y h L, Comoanv Contact Teleohone.No. Proicct Coordinator 
9K Data Turnaround 

MuY c. r JOAN KESSNER 375-4688 KESSNER,JH Price Code 

iProiect Desie:nation Samoline: Location SAF No. 7Days 
300 Area D&D Waste Characterization Sampling - Other Soli 338 BUILDING RC-040 

Ice Chest No. 
/tdJ.-

Field Loe book No. I COA Method of Shiomcnt 
EL-15 18-10 RD4MXX2F00 r=e-D EX 

Shiooed To Offsi te P rooertv No. /1//J-
Bill of Ladine/Air Bill No. 

??/I ~j>,S S-'f ff?' DataChem Laboratories - Cincinnati FedEx 

POSSIBLE SAMPLE HAZARDS/REMARKS 

POSSIBLE ASBESTOS (ACM) None 
P reservation 

Type of Container 
GIP 

Special Handling and/or Storage 

DOUBLE BAG No. of Container(s) 
I 

Volume 
Sg 

Asbestos-
BULK-EPA 

SAMPLE ANALYSIS 

S-'l--Lt \ 
Sample No. Matrix• Sample Date Sample Time ~iii~ ! ..... - -¼~" .. ·~ !~~t 'tf.;~ .\ 1¢1!,;" ..... ~ • ).I ;;'!;i>,: .... ,.., 

-.. ':'!( l:i-\\fi~ ~1~_.~J~tt~; 
·~-,~i ✓-.'·.',r- :.. 

ll~f~l~~~. 
j' ~•" I~ ;~ ~hi~-"~?i: " "1'<'•Jtif41:'' .. ,;:-: - . ',. '., 

J 13TN9 "\ l-0~ ') OTHER SOLI D /0-)3-M / 3 l/.0 "K 
J 13TPO ~7..o<a~ OTHER SOLID 10-13-/Yi" 13115 ✓x 
J13TP1 7,2at,4 OTHER SOLI D Jo- I 3rCJ8- !'!> 50 -..Q(' 

J1 3TP2 '"l.i1r}C::,~ OTHER SOLID Jo- I 3-c&- /iOO ~x . 
J 13TP3 ~, NA,-.. OTHER SOLID lb-t3-De-- !'IDS ✓ )(__ 

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix• 

~ quishcd By/Removed Fro2'J. j_ 
Date/Time IS 1 :S- Received By/StorelITn :---...._ Date/Time l ,S 15 S•Soil 

- IM, ... l.j,\. .l 1 ,(ll,,7(J r Bl.A Wft ~r_., ~ \(:) \ :1-r.P- SV"Sedimcn1 

~rished B~:,.5-, - ' 
Date/Time /G,oc 

Recro ~7 ~c._ Date/Time [b l."k. 
50-Solid 
Sl•Sladgc 

lH A) ' _/ 1 ci- n ~o~ IO ~1; - {)~ W • Watt 
O-Oil 

Relinquished By/Rc~~,!":rf Date/fimc /"(o(> Received By/S:{,~ Date/Time /'(«> A• Air 

J~o :,, I~ . f . - 10-H....ot :-r. c. . 1o.,.t.,.O 10,1'1-o~ 
OS-Drum Solids 
01 .. ,•Drum ~ids 

Relinquished B _,,,, • ~rom Date/Time /l(l 0 Received By/Stored In Datc/Timc T•TiSAe 

!tr-~- 1,,At"[,.V ~t}- lo-/"fvof J:=/!.ID . ~"'-
Wt- Wipe 
L-Liquid 

Relinquished By/Removed From Date/Time Received By/Stored In Date/Time 
V•Vcge1•ion 

X"'°"'u 

Relinquished By/Removed From Date/Time Received By/Stored In Date/Time 

LABORATORY 
Received B~~, \Ail"- Title Date/Time 

SECTION 1~)1.5/ Cl'l, IJ;aq 
FINAL SAMPLE Disposal Method Disposed By Date/Time 

DISPOSITION 

WCH-EE-011 



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-361 I Page ~ of £ 

~oll~tor 
M\,'Yh0i c..L, 

Comnanv Contact Teleohone No. Proiect Coordinator 
Price Code 9K Data Turnaround 

"\ '£.. JOAN KESSNER 375-4688 KESSNER, JH 

IProiect Desie:nation Samnline: Location SAFNo. 7Days 
300 Area D&D Waste Charac terization Sampling - Other Soli 338 BUILDING RC -040 

Ice Chest No. #"II- Field Loe:book No. I COA Method of Shiomcnt reb £X 
EL-15 18-10 RD4MXX2FOO 

Shiooed To Offsi te Prooertv No. µ- Bill ofLadine:/Air Bill No. 
CP.$.S-3 'i 'f!B" DataChem Laboratories - Cin cinnati FedEx rf/1 

POSSIBLE SAMPLE HAZARDS/REMARKS 

POSSIBLE ASBESTOS (ACM) None 
Preservation 

Type of Container 
GIP 

Special Handling and/or Storage 
DOUBLE BAG No. of Container(s) 

I 

Volume 
5g 

Asbestos~ 
BULK-EPA 

SAMPLE ANALYSIS 

S~\ 
Sample No. M&trix • Sample Date Sample Time i[~~;i1~tt~~.r. ."/[;;_"i.'~>'.t' ii'.'¥~!fi~ :l;~~it -~~f "" .~ ,,, !${ .i:itt~~~~- · . .'){ti/~; .. '.:),;~,;,,_ ~n.- . ' 

#.•. ••·;. rt :·;,= -~ ::.~ -.;,!~,~~ V ~ , 1V .,. 
"'= , .... ~ "t. ~ 

J13TP4 ~20~~ OTHER SOLID /6-/3-&- 11.f tn i-/)( 
J13TP5 blo~i OTHER SOLID 1r, -;3-c;5- 14 l~ IVX 
J13TP6 'Z., 7 D( ,.f, . OTHER SOLID JO 13-Df i'f 15 ✓2( 

J13TP7 ~10~ OTHER SOLID 10-13 - og /l/ZO rv__x 
J13TP8 31...o~I OTHER SOLID 10 ~13-0~ / Y-Z..S I(. 

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix• 

...,~quishcd By/RcroovcJ F??. / Date/rt/ S" JS" Received By/Stored In ~ ate/rime / ~ S-Soil 

-1111 ...... L .. I 10 1-:ri11 r PIA1..11rPnrt · lO-B- SE•Sediment 

M quishcd By/Re-~a ,.;,m.,) Date/rime !~ Date/Time [ b (SD 
so-Sotid 

Received BY./Storci ln SI-Sludge 

/) I, )i Mt.1tC., \ - l b ·- l''> - lbbO '")_C.. \.b - l~-n i w-w~ 
O-Oil 

Relinquished By/Re~~~ Daterrimc JC(o,o Received Byts_+,h Date/Time /1,fts\ A•M 

/t>&:,O ~vh. '- G.- In /'-I_ -tu' j . ~ a,...: .:i;,.o lo-II.I-lg 
DS•Drvm SoHds 
DL-Dnm l.iq-oidJ 

Relinquished ~6~ Date/Time /'fJO Received By/Stored In Date/Time T• Ti»ue 

J . f:. &,~ _:a &,IC,* ,,,, - tc../ ... r.l ·Ffif~ -~ 
Wl•Wipc 

L•Liqu id 

Relinquished By/Removed From Date/Time Received By/Stored In Date/Time 
Y•Vea;tt-.ion 
X-<ltha-

Relinquished By/Rerooved From Date/rime Received B y/Storcd In Date/Time 

LABORATORY Received By ~~~ 
\J\ I J \ \J"l 

Title Date/Time 
SECTION lei lt 5)Qfp \ro~ 

FINAL SAMPLE Disposal Method Disposed By Datc/fime 
DISPOSITION 

WCH-EE-011 



Washineton Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-361 j Page .2 of ~ 

K;ol~~ ~ . Comnanv Contact Teleohone No. Proiect Coordinator 
9K Data Turnaround J ,A,\, 'Jf c,_c__L,,, JOAN KESSNER 375-4688 KESSNER,JH Price Code 

IProiect Dcsil!nation Samnline Location SAFNo. 7Days 
300 Arca D&D Waste Characterization Sampling - Other Soli 338 BUILDING RC-040 

Ice Chest No. 
/VI)-

Fi eld Lo11.book No. I COA Method of Shinment 
£,X:. EL-1518-10 RD4MXX2F00 Fe D 

Shinned To Offsite Prooertv No. /1/4- Bill of Ladine/Air Bill No. 
7/11"/ b3S-3 DataChem Labo ratories - Cincinnati FedEx ~'/?tr 

POSSJBLE SAMPLE HAZARDS/REMARKS 

POSSIBLE ASBESTOS (ACM) None 
Preservation 

Type of Container 
GIP 

Special Handling and/or Storage 
DOUBLE BAG No. of Container(s) 

I 

Volume 
5g 

As~OS• 

BULK-EPA 

SAMPLE ANALYSIS 

s ')-L( \ 
Sample No. Matrix• Sample Date Sample Time ~ \).l?f ~ J·1

~1t{tttict~ ~---~ ro/~'t~~~-1 ~ff~ 3tt~!~. ~t~ :.~f; ·t!: ,:· :_, i;)~l-~ :~i -~ r,,.. ·_ .',:,: t< ,'i/ i""· r , 
_.:,, ,~ 

Ji3TP9 "Z::,?,O ~ 2 .OTHER SOLID /t>-/3-0f '--f't3c I✓ 1'-
J13TR0 "1,1..,01'"..3 OTHER SOLID /D-J:?,-~ /435 ~x. 

,~~...,. :-· ·-D <::n1 1n - BU ,,.,,_,~ .r,11. 

J1:- -.: f'IT•-ii:=n c-r,, "' £2,Ll. t ()-r-<- LJX' 

J'~~...,~ ,,.....-r, ,~n ,-.. ,-,.. Ir'\ L-',U., ln-p i-t:-

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix• 

Relinquished B1movcd Jn~ L Dl rri~is- Is- ~r•d By/Stored In'--...._~ Date!Time'\S \S S-S..I 

- \ .::_ W\ ,.._ ,z .J. - ~o z,/40- I, 1 )~_,A /1.t ' ~ - \(:) l3-of- SE•Scdimc:nl 

~irishcd By/Re ,.~ ..f Date/Time l ~be Date/Time l~oo SO-Sol id 

t"'" _? ReL~brdk 
Sl•Slwdgc 

Aw,,-..:z,1-11 . ~ --J'l.--b'i(" 1c-n-oa- W•Wiic:r 

O-Oil 

Relinquished By/Remo"Zm Date/Time /'ltn> ReceivedB~~ Date/Time /'foO A•Air 

/1>90~t../.r. e:.0, . /o-1'-(-cl;s 
OS-Drum Solids -:r. €.. - () to-l<t-elf' OL•Drum Liqu ids 

Rclinquishc~[)ljjl\:ad From Date/Time l4Jc. Received By/Stored In Date/Time T• Tis.suc 

j'.f' &.~L..,J ~ {o-(4vef! vFD ~,(-
Wl ... Wipc 

L-Liquid 

Relinquished By/Removed From Date/Time 
R~St~,t , ~ 

6
'---"' 

Date/Time 
V•Vcgcu1 K>II 
x-oa.u 

Relinquished By/Removed From Date/Tin1e Received By/Stored In Date/Time 

LABORATORY Received BSD~ ~,k Title . ,~arrm(J'b SECTION ! ~: o'l 
FINAL SAMPLE Disposal Method Disposed By Date/Time 

DISPOSITION 

WCH-EE-011 


